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MacnopT KayecTBa NpoAyKUMU
ABYXKOMMNOHEHTHbIN 3noKkcuaHbin coctaB CWrap Polimer CP

CMCTEeMa BHELLHEro apMMpoBaHus nNpeaHasHadYeHa ans
MOBLILEHNS W/MNMW  BOCCTAHOBMEHUS Hecylleh CrnocobHOCTM, TPELUMHOCTOMKOCTM U
)KECTKOCTU CTPOUTENbHbIX KOHCTPYKUMI, paboTalowmx Ha uarmb, KpydeHue, LeHTpansHoe u
BHELEHTPEHHOE CXaTue, a Takke ANs YCUNEHUs KOHCTPYKUMIA B YCMNOBUSIX BO3OEeNCTBUS
B3PbIBHbIX N CECMUYECKNX HArpy3oK.

Koa ToBapa CWrap Polimer CP

Knen ona moHTaxa
yrnepogHbIx fiamenen.

MprmeHeHne

KomnoHeHT A: 6enbii

BHelwHun Bn -
A KoMnoHeHT B: YepHbIn

,D,I/IHaMI/I‘-IeCKaFI BA3KOCTb MO

Bpykdunbay (RVT), Ma*c, Ha KomnoHeHT A | KoMnoHeHT b

MOMEHT Bbinycka, npu (25 +0,5) 708[217100 110%_:26000
°C - npn 2 06/MUH
MnoTHOCTb 2,45 r/cm 3 (A+B)
10 Kkr: S kr
Mponopunn cmelLmBaHms 2:1)
MpoyHoCTb cuennenuns (aaresus) bornee 2,5 MlNa

MpoYHOCTL Npu caBure

(7 oH. npu 23 °C) He meHee 12 MlMa

YcnoBust HaHeceHus

Temnepatypa Bo3ayxa, °C 10-35
OTHocuTenbHas Bna)xHocTb, % He Oonee 80
XusHecnocobHOCTb cMecH, He Mpun 10 °C — 75 mMuH

MeHee ’ Mpmn t° 20 °C — 60 MuH

Mpn t°30 °C — 30 MuH

Bpemsi nonHoro oTBepKaeHUs

npu 20°C 5 cyTok
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